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Applicant ：AROVAST CORPORATION 

Address ：1202 N Miller St. Suite A, Anaheim, CA 92806, USA 

Manufacturer ：DONGGUAN RAIWEE ELECTRONIC TECHNOLOGY CO., LTD 

Address ：Building 11, Antouling, Industry Avenue, Qinghu Village, Qishi Town, 
Dongguan, Guangdong, China 

  
The following sample(s) was /were submitted and identified on behalf of the clients as ：                                    

Sample Name ：COFFEE MUG LID 

Sample Model ：COSORI 

Sample Model ：C1601-CM 

Sample Received Date ：Mar.07, 2019 

Testing Period ：Mar.07, 2019 To Mar.11, 2019 

 

 

 

Test Requested  ：Selected test (s) in the selected parts as requested by client. 

  

Test Method ：Please refer to next page(s). 
   

Test Result ：Please refer to next page(s). 
   

  
 

Signed for and on behalf of  

 

Tony Qian/ Approved Signatory 
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Sample Description： 
 

No. Description Name 

1 Plastic Coffee Mug Lid 

 
Test Method and Test Equipment: 
 

Test Item Test Method Test Equipment 

Bisphenol A 
EPA3580A:1992 & 

EPA8270C:1996 
GC-MS
 

 
Test Results: 
  

No. Unit MDL Test Result 

1 mg/kg 0.2 N.D. 

 

Note： 1. mg/kg = ppm 

 2. MDL = Method Detection Limit 

 3. N.D.= Not Detected(<MDL) 
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Sample Photo:  

 

 

 

*** End of Report *** 

 


